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Chemical Formula

Formula Weight
Crystal Phase
Liquid Medium
Solid Concentration
Dispersant

Median Particle Size

Purity
X-Ray Diffraction Pattern

Cerianite-CeO ,

6 S HFLI

Specification

CeO»

172.12

Cubic

Water

10% by weight

Included

D5 = 80 nm (Brookhaven)
Dsp = 60 nm (Horiba)
99+% on dry basis
Conforms to Standard Pattern

PSD - Brookhaven
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